
CONCRETE DURABILITY WITH A TWIST

Helix vs. Plain Concrete
Once plain concrete cracks, it has no strength. 

Helix gives concrete strength to resist 
cracking and then holds those cracks that do 
form to nearly invisible (Class I) hairlines.

Helix Reinforced Versus 
Plain Concrete
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Helix 5-25
15 lb/yd^3

Plain Concrete
Loses all strength after first crack

Load is transferred to Helix after 
crack providing sustained  strength 
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